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Bondar Clegg
Inchcape Testing Services

m'® o.ozz
CLIENT: BR08M MINING CORPORATION 

REPORT; V96-01815.4 ( COMPLETE )
PROJECT: NONE GIVEN1

DATE PRINTED: 31-OCT-96 PAGE 1

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT NUMBER UNITS OPT

P4 R96-959 0-5 <0.005 P4 R96-959 200-205 <0.005
P4 R96-959 5-10 <0.005 P4 R96-959 205-210 <0.005
P4 R96-959 10-15 <0.005 P4 R96-959 210-215 0.015"
P4 R96-959 15-20 <0.005 P4 R96-959 215-220 <0,005
P4 R96-959 20-25 <0.005 P4 R96-959 220-225 0.017.

P4 R96-959 25-30 <0.005 P4 R96-959 225-230 <0.005
P4 R96-959 30-35 <0.005 P4 R96-959 230-235 0.010
P4 R96-959 35-40 0.014

-
P4 R96-959 235-240 0.006

P4 R96-959 40-45 0.017 P4 R96-959 240-245 <0.005
P4 R96-959 45-50 0.017 J 1*^0. Oil* P4 R96-959 245-250 <0.005

P4 R96-959 50-55 0.008 P4 R96-959 250-255 <0.005
P4 R96-959 55-60 0.006 P4 R96-959 255-260 <0.005
P4 R96-959 60-65 0.015 — P4 R96-959 260-265 <0.005
P4 R96-959 65-70 <0.005 P4 R96-959 265-270 <0.005
P4 R96-959 70-75 0.012 P4 R96-959 270-275 <0.005

P4 R96-959 75-80 <0.005 P4 R96-959 275-280 0.013
P4 R96-959 80-85 0.013 " P4 R96-959 280-285 0.019
P4 R96-95 9 85- 90 <0.005 P4 R96-959 285-290 0.013
P4 R96-959 90-95 <0.005 P4 R96-959 290-295 Q.OlLi
P4 R96-959 95-100 0.010 P4 R96-959 295-300 0.039

P4 R96-959 100-105 <0.005 P4 R96-959 300-305 0.043/

P4 R96-959 105-110 0.009 P4 R96-959 305-310 <0.005
P4 R96-959 110-115 <0.005 P4 R96-959 310-315 0.016"
P4 R96-959 115-120 <0.005 P4 R96-959 315-320 0.015
P4 R96-959 120-125 0.009 P4 R96-959 320-325 0.014 |

P4 R96-959 125-130 0.025~
P4 R96-959 325-330 O.QIOJ

P4 R96-959 130-135 0.010 > M'S ' ^ P4 R96-959 330-335 0.077
P4 R96-959 135-140 0.013 /

/ f fO , P4 R96-959 335-340 0.023
P4 R96-959 140-145 0.010 0 O.OH

P4 R96-959 340-345 0.127
P4 R96-959 145-150 0.013 P4 R96-959 345-350 0.085

P4 R96-959 150-155 0.020 P4 R96-959 350-355 0.024.
P4 R96-959 155-160 0.013 P4 R96-959 355-360 <0.005
P4 R96-959 160-165 0.013 P4 R96-959 360-365 <0,005
P4 R96-959 165-170 0.009 P4 R96-959 365-370 <0.005
P4 R96-959 1 70-175 0.010 P4 R96-959 370-375 <0.005

P4 R96-959 175-180 0.013_ P4 R96-959 375-380 <0.005
P4 R96-959 180-185 0.009
P4 R96-959 1 85-190 <0.005
P4 R96-959 190-195 <0.005
P4 R96-959 1 95-200 0.022 —

2jo ' l*®

0,011

2 ?s' ***

* D. OH*

, ° * 0. 0H\

■2,10 - $2^ 

>°,<2-D.DM

5^

D.bU?

-1, Bondar Clegg 
~ Inchcape Testing Services 

CL!!NT: .BROBM M!N!NG CORPORATION 
REPORT: V96-01815,4 (COMPLETE) 

SAMPLE 
Nl.lMBER 

EL!M!NT 

P4 R96-959 0-5 
P4 R96-959 5-10 
P4 R96-959 10-15 
P4 R96•959 15-20 
U R96-959 20-25 

14 R96-959 25-30 
P4 11.96-959 30-35 
P4 R96-959 35-40 
P4 R96-959 40-45 
14 R96-959 45-50 

14 R96-959 50-55 
P4 R96-959 S5-60 
P4 R96-959 60-65 
P4 R96-959 65-70 
P4 R96-959 70-75 

P4 R96·959 75-80 
P4 R96-959 80-85 
P4 R96--959 85-90 
P4 R96-959 90-95 
P4 R96-959 95-100 

14 R96-959 100-105 
P4 R96-959 105-110 
14 R96-959 110-115 
P4 R96-959 115-120 
P4 R96-959 120-125 

P4 R96-959 125-130 
P4 R96-959 130-135 
14 R96-959 135-140 
P4 R96-959 140-145 
P4 R96-959 145-150 

P4 R96-959 150-155 
P4 R96-959 155-160 
P4 R96-959 160-165 
P4 R96-959 165-170 
P4 R96-959 170-175 

P4 R96-959 175-180 
14 R96-959 180-185 
P4 R96-959 185-190 
P4 R96-959 190-195 
P4 R96-959 195-200 

VNITS 
AuGrav 

on 

<0.005 
<0.005 
<0.005 
<0.005 
<0.005 

<0.005 
<0.005 

0.0141 _ {;O 
0.017 ~~ -
0.011 ,;'Q.....0.0llP 

o.ooa 
0.006 
0.015 -

<0.005 
0.012 

<0,005 
0.013 ...-

<0.005 
<0,005 
0.010 

<0.005 
0.009 

<0.005 
<0.005 
0.009 

0.025 
0.010 
0.013 
0.010 
0.013 

0.020 
0.013 
0.013 
0.009 
0.010 

0.013 
0.009 

<0.005 
<0.005 
0.022 -

I 2-; • ljs.; 

t,o'e-o.oH 

PROJ!:CT: NONI G!VlNl 
~TE PRINTED: 31-0CT-96 PACE 1 

SAMPLE 
NUMBER 

EL!M!NT AuGrav 
VNITS OPT 

P4 R96-959 200-205 <0.005 
F4 R96·959 205-210 <0.005 
P4 R96-959 210-215 0.01:i P4 R96-959 215-220 <Oi005 2- 2 ~ 

P4 R96-959 220-225 
2,.1 t> , 

0,017 ,~'<L- 0,011 

F4 R96-959 225-230 <0.005 
F4 R96-959 230-235 0.010 
P4 R96-959 235-240 0.006 
P4 R96-959 240-245 <0.005 
P4 R96•959 245-250 <0.005 

P4 R96-959 250-255 <0.005 
P4 R96-959 255-260 <0.005 
P4 R96-959 260-26S <0.00S 
P4 R96-959 265-270 <0.005 
P4 R96-959 270-275 <0.00S 

F4 R96•959 275-280 O.Olu 27~. 295: 
P4 R96-9S9 280-285 0.019 

z.-' e O.DI& P4 R96-959 285-290 0.013 
F4 R96-959 290-295 0.01 
P4 R96-959 295-300 0.03J 9£"·fO~ 

P4 R96-959 300-305 0.043 ;> I o' (} 0, 0'11 
P4 R96-9S9 305-310 <0.00S 
P4 R96-959 310-315 0.01} P4 R96-959 315-320 0.015 310 ' 3J 0 

P4 R96-959 320-325 0.014 ~,/ e.. O.D/'-1 

P4 R96·959 325-330 0.010 
P4 R96-959 330-335 0.077 

3Je1 .- J 5S P4 R96·959 335-340 0,023 
P4 R96-959 340-345 0.127 .:,.5'Q. D.Dl.,1-
P4 R96-959 345-350 0.085 

P4 R96-959 350-355 0.024 
P4 R96-959 355-360 <0.005 
F4 R96-959 360-365 <0.005 
P4 R96-959 365-370 <0.005 
P4 R96-959 370-375 <0.005 

P4 R96-959 375-380 <0.005 
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"URGENT i CONFIDENTIAL"

TO! BROHM MINING CORPORATION
Attention : Mr. Rod MacLeod 

Reference :

Submitter : UNKNOWN

Our Fax No: (604) 985-1071 
Your Fax No: 1-605-578-1709 

Number of Pages : 2 including this page.

Report : V96-Q1815.4 status : COMPLETE Total number of samples; 76

Element Method TOtl Element Method Totl Element Method Totl

AuGrav FIRE ASSAY 76

sample preparations TOtl 1 sample Type TOtl 1 size Fraction TOtl 1 Remarks

HOMOGENIZING 76 1 PREPARED PULP 76 1 AS RECEIVED 76 1

AS RECEIVED 76 1 1 1

I

Notes:

if you do not receive the entire transmission In legible form, please call us at (604) 985-0681.

Bondar Clegg 
Inchcape Testing Services 
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To: 

R U R G E N T , C O N F I D E N T I A L ff -----------------------
BROHM MINING CORFOAATION 
Mr. Rod MacLeod 

our Fax NO: (604l 985-1071 
Your rax No: 1-605-578-1709 Attention 

.Raference 

Suk)mitter 
Number of Pages : 2 including this page . 

•-~------•------•------•-------•------•-••----•----•••••------•------••••••I 
Report : V96-01815.4 

Element Method 

Status COMPLETE Total number of samples: 76 

Totl Element Method Totl Element Method Totl 

AuGrav rIRE ASSAY 76 

1--------------------------------------------------------------------------------------------------------------------------------1 

1•-•-----•••------•------•-------•------•------•••-----•------•----•••••••-•I 
sample Preparations Totl 

HOMOGENIZING 
AS RECEIVED 

76 
76 

sample Type 

PUPAUD PULP 

Totl Size Fraction Totl Remarks 

------------------- I -----------------------------------------------1 
76 AS RECEIVED 7 6 I I 

I 

I 
I I 

1--------------------------------------------------------------------------------------------------------------------------------1 
I Notes: I 
I I 

---------·---------------------·------·------·------·------·-------·--If you do not receive the entire transmission in legible tom, please call us at (604) 985-0681. 



R96-959 0 . 5 . 0.004 -—~
R96-959 5 . 10 . 0.002
R96-959 10 . 15 . 0.001
R96-959 15 . 20. 0.003
R96-959 20. 25 . 0.004
R96-959 25 . 30 . 0.001
R96-959 30 . 35 . 0.002 rs -o i '
R96-959 35 . 40 . 0.011^ 4 <2. 0/2.
R96-959 40 . 45 . 0.006 C & . 0 t “7
R96-959 45. 50. 0.012
R96-959 50 . 55 . 0.006 4“ c® . o > y

R96-959 55 . 60. 0.006 g .Oil

R96-959 60. 65 . 0.017 £ ‘Oil
R96-959 65. 70 . 0.003
R96-959 70. 75. 0.013 <5 <2 .o'2-
R96-959 75 . 80 . 0.003
R96-959 80 . 85 . 0.013J 5 Q. .o/s

R96-959 85 . 90 . 0.005 £ C® .
R96-959 90. 95 . 0.005
R96-959 95. 100 . 0.007
R96-959 100. 105. 0.008 >0 ® ,6 1'

R96-959 105 . 110 . 0.005 O OS1/

R96-959 110 . 115 . 0.009
R96-959 115. 120. 0.001 // LU CD 1 2r
R96-959 120 . 125. 0.006
R96-959 125 . 130 . 0.021' . j
R96-959 130. 135 . 0.009
R96-959 135 . 140 . 0.006
R96-959 140 . 145 . 0.004
R96-959 145 . 150. 0.006
R96-959 150 . 155 . 0.012
R96-959 155. 160 . 0.007
R96-959 160. 165 . 0.006
R96-959 165. 170 . 0.006
R96-959 170 . 175 . 0.003
R96-959 175 . 180 . 0.007
R96-959 180. 185 . 0.005
R96-959 185 . 190 . 0.000
R96-959 190 . 195 . 0.006
R96-959 195 . 200 . 0.015"
R96-959 200. 205. 0.004
R96-959 205. 210. 0.003
R96-959 210 . 215 . 0.006
R96-959 215 . 220 . 0.005
R96-959 220. 225 . 0.012
R96-959 225 . 230 . 0.006
R96-959 230 . 235 . 0.004
R96-959 235 . 240 . 0.000
R96-959 240 . 245 . -0.002
R96-959 245 . 250 . 0.000
R96-959 250. 255. 0.000
R96-959 255 . 260. 0.001
R96-959 260 . 265 . 0.036"
R96-959 265 . 270 . 0.004
R96-959 270 . 275 . 0.018
R96-959 275 . 280 . 0.009
R96-959 280 . 285 . 0.013 A ^ 'Q , 0 1 |
R96-959 285 . 290 . 0.008
R96-959 290. 295. 0.011
R96-959 295. 300. 0.037 L

... c;J A.- - :Jo 
R96-959 0. 5. 0.004 -----i- lJ. --sso 
R96-959 5. 10. 0.002 
R96-959 10. 15. 0.001 
R96-959 15. 20. 0.003 
R96-959 20. 25. 0.004 
R96-959 25. 30. 0.001 
R96-959 30. 35. 0.002 ,;. @... .O I I 
R96-959 35. 40. 0. 011---. f; e . 01 'l, 

R96-959 40. 45. 0.006 • s c:E , 0 I 7 
R96-959 45. 50. 0.012 

~ (! G 1 :J, R96-959 50. 55. 0.006 
R96-959 55. 60. 0.006 ~@.. , 0 I I 

R96-959 60. 65. o. 01 7 r s~ ,02.. I 
R96-959 65. 70. 0.003 
R96-959 70. 75. 0.013 c_; ~ .01'L 
R96-959 75. 80. 0.003 
R96-959 80. 85. 0.01 s- ~ •()I> 

R96-959 85. 90. 0.005 ~~ ,till, 
R96-959 90. 95. 0.005 

4 ~C? 0 I<; R96-959 95. 100. 0.007 
R96-959 100. 105. 0.008 I() (i:) .~I 

R96-959 105. 110. 0.005 ;,~ Q , 0 , .. ;</ • U I 

R96-959 110. 115. 0.009 
w.-A...~) R96-959 115. 120. 0.001 I l, IJ @ , ~l z.._ I 

R96-959 120. 125. 0.006 
R96-959 125. 130. 0. 021 -

~.T.-:. 2- . ,_ { R96-959 130. 135. 0.009 
R96-959 135. 140. 0.006 
R96-959 140. 145. 0.004 
R96-959 145. 150. 0.006 
R96-959 150. 155. 0.012 ...... 
R96-959 155. 160. 0.007 
R96-959 160. 165. 0.006 
R96-959 165. 170. 0.006 
R96-959 170. 175. 0.003 
R96-959 175. 180. 0.007 
R96-959 180. 185. 0.005 
R96-959 185. 190. 0.000 
R96-959 190. 195. 0.006 
R96-959 195. 200. 0. 015 -
R96-959 200. 205. 0.004 
R96-959 205. 210. 0.003 
R96-959 210. 215. 0.006 
R96-959 215. 220. 0.005 
R96-959 220. 225. 0.012 
R96-959 225. 230. 0.006 
R96-959 230. 235. 0.004 
R96-959 235. 240. 0.000 
R96-959 240. 245. -0.002 
R96-959 245. 250. 0.000 
R96-959 250. 255. 0.000 
R96-959 255. 260. 0.001 
R96-959 260. 265. 0. 036 _.,..... 
R96-959 265. 270. 0.004 
R96-959 270. 275. 0.018 
R96-959 275. 280. 0.009 ~ 

R96-959 280. 285. 0.013 
R96-959 285. 290. 0.008 
R96-959 290. 295. 0.011 
R96-959 295. 300. 0. 0371 



Oa/A

R96-959 300. 305.
R96-959 305 . 310 .
R96-959 310 . 315 .
R96-959 315. 320 .
R96-959 320 . 325 .
R96-959 325 . 330 .
R96-959 330 . 335 .
R96-959 335 . 340 .
R96-959 340 . 345 .
R96-959 345 . 350 .
R96-959 350 . 355 .
R96-959 355 . 360 .
R96-959 360. 365 .
R96-959 365 . 370 .
R96-959 370. 375.
R96-959 375 . 380 .

0.031_\
0.004 \b Q, ,0^T

0.010
0.012
0.006
0.006
0.039
0.017 y 3 3o - 3“=°
0.083 . 7®' 1
0.077./
0.012^

0.005
0.005
0.000

0.003
0.002

... (>dA-

R96-959 300. 305 . 0. 031_\ :).<:. ~ - ~er[; 
'J t R96-959 305. 310. 0.004 

I io e 
R96-959 310. 315. 0.010 
R96-959 315. 320. 0.012 
R96-959 320. 325. 0.006 
R96-959 325. 330 . 0.006 
R96-959 330. 335. 0.03TI R96-959 335. 340. 0. 017 · > 3D - C, ~ c.l 

R96-959 340. 345. 0.083 QO ' ~ , 

R96-959 345. 350. 0.077 
R96-959 350. 355. 0.012 
R96-959 355. 360. 0.005 
R96-959 360. 365. 0.005 
R96-959 365. 370. 0.000 
R96-959 370. 375. 0.003 
R96-959 375. 380. 0.002 
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Company oU ^ r Client No.

Project P.O. No.

Submitted by Quote No.
Special Instructions: _ fire //SS j ( A-T Czc<*ij

_____________________________ _

Workorder No:

<§ Date Received:
0)
5 Receiving Lab: 

" Entered by:__

Checked by:

Rush Au service
at 1 1/2 times list price

Date Required___

Please Analyze By: I | Assay (%Ore Grade) _ Geochemical (ppm, Trace Level)

Enter Code or Method Description Check Multi-Element Package

Sample
Type

No. of 
Sample

Sample Numbers Prep Au Au 
+ 8

Au 
+ 9H

Au 
+ 9P

Au 
+ 34

Au
+ 34T

Au 
+ 35

Whole
Rock Other

7C* ^ JUu ■>

Payment Responsiblity / Report Shipping Information:
Invoice [y( .—^ , i

Hard Copy Via Mail 3"^N 317161 (j C\ P /_ xfd &
Shipment No: ___

Fax Copy ■—v
MndpmTrflnQfprr> Address: O F>^X ___________ No. of Pcs.:

Computer Disk City/State / PrOV-T^/*^ <[c*JC&d , *0 7 7.
Date Sent: !0 ' Z I ~ *7 O

31/2 □ y / '

51/4 □ Tfi|. (yO-S ^>78 ~ 7/0 7 Fay '^8 ~ ( 7o9
Format

Waybill/Carrier: LA

No. of Samples: ~~}7^Additional Report Distribution

Hard Copy Via Mail 1. NcUTIG! Sample Disposition
Fax Copy

Modem Transfer □ AddreSS:---------

Computer Disk City / State / prov.
3 1/2 LJ

51/4D Tel: Fax:
Format

Coarse rejects are discarded after 2 months unless 
requested otherwise.

Rejects Pulps
1 Return Immediately f^Retum Immediately

H Return after 2 months LH Return after 3 months

...1 Discard after 2 months Q Discard after 3 months

] Retain after 2 months Q Retain after 3 months

(charges may apply) (charges may apply)Hard Copy Via Mail . 2. NBITIG!

Fax Copy

Computer Disk City / State / Prov.
___ i .3 1/2 □ y

51/4D Tel: Fax:
Format

Sign: ______________

(Confirm above information)

WHITE - Send with samples YELLOW - Sample preparation lab
Printed in Canada

PINK - Client copy

/ 

/ 
Inchcape Testing Services 
Bondar Clegg I SUBMITTAL FORM I >- Workorder No: 

/'---------------------------------, 8 Date Received: 
....--;, . 

Company -~k?~f~O_V\..~_VV\_~~l-'_/_'_,.,_r-_~_::]-----+- Client No. ---------

Project P.O.No. __ 

Q) 

~ Receiving Lab: 
,Q 

j Entered by: 

'-
Checked by: -------j 

Submitted by __ _ Quote No. 

Special Instructions: --~-1~· ~/'~e'--"A~s~S~c:;~•-l_,.'_,l---+-1-1+--'-t~G~r.~?!~, J'-----+-1 '~=~-c:~+~r ........ r~..,._, F- I i --7 

,- ~ I ---------------

Rush Au service 
at 1 112 times list price C) 
Date Required _____ _ 

Please Analyze By: WAssay (%Ore Grade) D Geochemical (ppm, Trace Level) 

Enter Code or Method Description 

Sample No.of Sample Numbers Prep Au Au 
Type Sample +8 

'f&.l l 7/,,., f?C:,,1~ -t:/..:;C, t::>..J5 {Nu ~-,,;--~o / 
I ' . 

~i-

~ 

f-

Payment Responsiblity / Report 

Invoice ~ j 

Hard Copy Via Mail g/' Name: Ka d 12lc:. (' L ('Qd 

Fax Copy [?' --:;:> :B LI o-
ModemTransfer l:a' Address: , D d X 7u°.::> 
Computer Disk 

3112 u 

51 /4 • 
Format 

City / State / Prov. 0r:~Jv-ax/ '.20, 52732. 
J 

Tel: '::> • ?o - ZID 7_ Fax: l d5-578 - / Zo9 
Additional Report Distribution 

Hard Copy Via Mail • 
Fax Copy D 

Modem Transfer D 
Computer Disk 

3112 • 
s114 n 

Format 

Hard Copy Via Mail 

Fax Copy D 
Modem Transfer D 
Computer Disk 

31/2 • 
51 /4 • 

Format-- __ 

1. Name: ___________________ _ 

Address: _________________ _ 

City / State/ Prov. __ _ 

Tel: __ _ Fax: ____ _ 

2. Name: __ 

Address: -------------- - --

City I State I Prov. ----- -----------

Tel: ________ _ Fax: _______ _ 

WHITt: Send with sarr pies YE n 
Printed ,n Canada 

Check Multi-Element Package 

Au I Au 
', 

Au Au Au Whole Other 
+ 9H + 9P +34 + 34T + 35 Rock 

I 

-

Shipping Information: 

Shipment No: 

No. of Pcs. : ~'~-------

Date Sent: lo - 2 I - ~:Z_l. ______ _ 
Waybill / Carrier: _M_f2. ..... 5"'-------------

No. of Samples: __ 7,_,G .. a~---------

Sample Disposition 

Course rejects are discarded aher 2 months unless 
requested otherwise 

Rejects 
D Return Immediately 

D Return after 2 months 

.:J Discard after 2 months 

Retain after 2 months 

(charges may apply) 

Sign: ~« 

~ 
~ eturn Immediately 

::::J Return after 3 months 

D Discard after 3 months 

0 Retain after 3 months 

(charges may apply) 

(Confirm above informatlsn) 

-



€

Bondar Clegg
Inchcape Testing Services

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEADWOOD, SD 57732

Bondar-Clegg & Company Ltd. 
130 Pemberton Avenue 
North Vancouver, British Columbia 
V7P 2R3
Tel: (604) 983-0681 
Fax: (604) 985-1071

Invoice : V134930, Page 1

Date : 4-NOV-96

Report No: V96-01815.4 
Project : NONE GIVENl 
Reference:

76 Analyses of Gold (Grav.) at $ 6.66 $ 506.16
Subtotal $ 506.16 $ 506.16

Sample Preparation
76 Samples of HOMOGENIZING at $ 0.17 $ 12.92
76 Samples of AS RECEIVED at $ 0.00 $ 0.00

Subtotal $ 12.92 $ 12.92

Invoice Total: $ 519.08

fe(?'-ciSe) Fitts, 

O'JSo 11'2C -Ct £

Ft Ft

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar Clegg 
Inchcape Testing Services 

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEADWOOD, SD 57732 

Invoice Vl34930, 

Date 4-NOV-96 

Rep:>rt No: V96-01815.4 
Project NONE GIVEN! 
Reference: 

Bondar-Clcgg & Company Ltd. 
130 Pemberton Avenue 
North Vancouver, British Columbia 
V7P 2R5 
Tel: (604) 985-0681 
Fax: (604) 985- 1071 

Page 1 

76 Analyses of Gold (Grav.) at $ 6.66 $ 506.16 
Subtotal $ 506.16 $ 506.16 

Sample Preparation 
76 
76 

Samples of HOMOGENIZING at $ 0.17 $ 
Samples of AS RECEIVED at $ 0.00 $ 

Subtotal $ 

Invoice Total: 

f I /-t.s 

12.92 
o.oo 

12.92 $ 12.92 

$ 519.08 U.S. 
--------------

~ 
I I - 20 --Ct G 

)< 5-M,,,. /eo.( 
Rf f.,, CriPof 

~oo?.o, (9,)JtJ 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Bondar Clegg
Inchcape Testing Services

Certificate
of
Analysis

BROHM MINING CORPORATION 

MR. ROD J. MACLEOD 

P.0. BOX 485 

DEADWOOD, SD 57732

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia

--
Bondar Clegg 
Inchcape Testing Services 

BROHM MINING CORPORATION 
MR. ROD J. MACLEOD 
P.O. BOX 485 
DEAD~OOD, SD 57732 

+ + + 

Bondar-Clegg & Company Ltd . 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5 , Canada 

Tel: (604) 985-0681, Fax: (604) 985-1071 

+ 

Certificate 
of 
Analysis 

Registered Assayer, Province of British Columbia 



Bondar Clegg
Inchcape Testing Services

REPORT: V96-01815.4 ( COMPLETE ) REFERENCE:

Certificate
of
Analysis

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: UNKNOWN

PROJECT: NONE GIVEN1 DATE PRINTED: 3-N0V-96

ORDER ELEMENT

NUMBER OF LOWER

ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 AuGrav Gold (Gray.) 76 0.005 OPT FIRE ASSAY FIRE ASSAY

SAMPLE TYPES NUMBER

P PREPARED PULP 76

SIZE FRACTIONS NUMBER

4 AS RECEIVED 76

SAMPLE PREPARATIONS NUMBER

HOMOGENIZING 76

AS RECEIVED 76

REPORT COPIES TO: MR. ROD J. MACLEOD INVOICE TO: MR. ROD J. MACLEOD

Registered Assayer, Province of British Columbia

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071

Bondar Clegg 
Inchcape Testing Services 

NUMBER OF LOWER 
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION 

AuGrav Gold (Grav.) 76 0.005 OPT FIRE ASSAY 

P PREPARED PULP 76 4 AS RECEIVED 76 

Bondar-Clegg & Company Ltd. 

REFERENCE: 

DATE PRINTED: 

Certificate 
of 
Analysis 

SAMPLE PREPARATIONS NUMBER 

HOMOGENIZING 
AS RECEIVED 

76 
76 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5 , Canada 

Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia 



CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V96-01815.4 ( COMPLETE ) DATE PRINTED: 3-N0V-96

Mh Bondar Clegg
Inchcape Testing Services

Certificate
of
Analysis

PAGE 1

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

P4 R96-959 0-5 <0.005 P4 R96-959 200-205 <0.005

P4 R96-959 5-10 <0.005 P4 R96-959 205-210 <0.005

P4 R96-959 10-15 <0.005 P4 R96-959 210-215 0.015

P4 R96-959 15-20 <0.005 P4 R96-959 215-220 <0.005

P4 R96-959 20-25 <0.005 P4 R96-959 220-225 0.017

P4 R96-959 25-30 

P4 R96-959 30-35 

P4 R96-959 35-40 

P4 R96-959 40-45 

P4 R96-959 45-50

P4 R96-959 50-55

<0.005

<0.005

0.014

0.017

0.017

0.008

P4 R96-959 225-230 <0.005 

P4 R96-959 230-235 0.010 

P4 R96-959 235-240 0.006 

P4 R96-959 240-245 <0.005 

P4 R96-959 245-250 <0.005

P4 R96-959 250-255 <0.005

P4 R96-959 55-60 0..006 P4 R96-959 255-260 <0..005

P4 R96-959 60-65 0,.015 P4 R96-959 260-265 <0..005

P4 R96-959 65-70 <0,.005 P4 R96-959 265-270 <0..005

P4 R96-959 70-75 0..012 P4 R96-959 270-275 <0..005

P4 R96-959 75-80 <0..005 P4 R96-959 275-280 0,.013

P4 R96-959 80-85 0..013 P4 R96-959 280-285 0..019

P4 R96-959 85-90 <0..005 P4 R96-959 285-290 0..013

P4 R96-959 90-95 <0..005 P4 R96-959 290-295 0..017

P4 R96-959 95-100 0..010 P4 R96-959 295-300 0..039

P4 R96-959 100-105 <0..005 P4 R96-959 300-305 0..043

P4 R96-959 105-110 0..009 P4 R96-959 305-310 <0..005

P4 R96-959 110-115 <0..005 P4 R96-959 310-315 0..016

P4 R96-959 115-120 <0..005 P4 R96-959 315-320 0..015

P4 R96-959 120-125 0..009 P4 R96-959 320-325 0..014

P4 R96-959 125-130 0..025 P4 R96-959 325-330 0..010

P4 R96-959 130-135 0,.010 P4 R96-959 330-335 0..077

P4 R96-959 135-140 0,.013 P4 R96-959 335-340 0..023

P4 R96-959 140-145 0..010 7: 0|2- P4 R96-959 340-345 0..127

P4 R96-959 145-150 0..013 P4 R96-959 345-350 0..085

P4 R96-959 150-155 0..020 P4 R96-959 350-355 0..024

P4 R96-959 155-160 0..013 P4 R96-959 355-360 <0..005

P4 R96-959 160-165 0..013 P4 R96-959 360-365 <0..005

P4 R96-959 165-170 0..009 P4 R96-959 365-370 <0..005

P4 R96-959 170-175 0..010 P4 R96-959 370-375 <0..005

P4 R96-959 175-180 0..013 P4 R96-959 375-380 <0..005

P4 R96-959 180-185 0..009

P4 R96-959 185-190 <0..005

P4 R96-959 190-195 <0..005

P4 R96-959 195-200 0..022

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071

Oi

istered Assayer, Province of British Columbia

---
Bondar Clegg 
Inchcape Testing Services 

Certificate 
of 
Analysis 

CLIENT: BROHM MINING CORPORATION 
REPORT: V96-01815.4 (COMPLETE) 

SAMPLE ELEMENT AuGrav 
NUMBER UNITS OPT 

P4 R96-959 0-5 <0.005 
P4 R96-959 5-10 <0.005 
P4 R96-959 10-15 <0.005 
P4 R96-959 15-20 <0.005 
P4 R96-959 20-25 <0.005 

P4 R96-959 25 -30 <0.005 
P4 R96-959 30-35 <0.005 
P4 R96-959 35-40 0.014 
P4 R96-959 40-45 0.017 
P4 R96-959 45-50 0.017 

P4 R96-959 50-55 0.008 
P4 R96-959 55-60 0.006 
P4 R96-959 60-65 0.015 
P4 R96-959 65-70 <0.005 
P4 R96-959 70-75 0.012 

P4 R96 -959 75-80 <0.005 
P4 R96-959 80-85 0.013 
P4 R96-959 85-90 <0.005 
P4 R96-959 90-95 <0.005 
P4 R96-959 95-100 0.010 

P4 R96-959 100-105 <0.005 
P4 R96-959 105-110 0.009 
P4 R96-959 110-115 <0.005 
P4 R96-959 115-120 <0.005 
P4 R96-959 120- 125 0.009 

P4 R96-959 125-130 0.025 
P4 R96-959 130-135 0.010 
P4 R96-959 135-140 0.013 
P4 R96-959 140-145 0.010 
P4 R96-959 145-150 0.013 

P4 R96-959 150-155 0.020 
P4 R96-959 155-160 0.013 
P4 R96-959 160-165 0.013 
P4 R96-959 165-170 0.009 
P4 R96-959 170-175 0.010 

P4 R96 -959 175 - 180 0.013 
P4 R96 -959 180- 185 0.009 
P4 R96-959 185-190 <0.005 
P4 R96-959 190-195 <0.005 
P4 R96 -959 195 - 200 0.022 

PROJECT: NONE GIVEN1 

SAMPLE ELEMENT 
NUMBER UNITS OPT 

P4 R96-959 200-205 <0.005 
P4 R96-959 205-210 <0.005 
P4 R96-959 210-215 0.015 
P4 R96-959 215 -220 <0. 005 
P4 R96-959 220- 225 0.017 

P4 R96-959 225-230 <0.005 
P4 R96-959 230-235 0.010 
P4 R96-959 235 -240 0.006 
P4 R96-959 240-245 <0.005 
P4 R96 -959 245 -250 <0.005 

P4 R96-959 250-255 <0.005 
P4 R96-959 255-260 <0.005 
P4 R96-959 260-265 <0.005 
P4 R96-959 265-270 <0. 005 
P4 R96-959 270-275 <0.005 

P4 R96-959 275-280 0.013 
P4 R96-959 280-285 0.019 
P4 R96-959 285 - 290 0.013 
P4 R96-959 290-295 0.017 
P4 R96 -959 295-300 0.039 

P4 R96-959 300-305 0.043 
P4 R96 -959 305-310 <0.005 
P4 R96-959 310-315 0.016 

-;: , -P4 R96-959 315-320 0.015 ..:Ii'::, 

P4 R96 -959 320-325 0.014 

P4 R96-959 325-330 0.010 
P4 R96 -959 330-335 0.077 
P4 R96-959 335-340 0.023 

-:f ·- .o(L- P4 R96 -959 340-345 0.127 
P4 R96-959 345-350 0.085 

P4 R96-959 350-355 0.024 
P4 R96-959 355-360 <0.005 
P4 R96-959 360-365 <0.005 
P4 R96 -959 365 -370 <0.005 
P4 R96-959 370 -375 <0.005 

P4 R96-959 375 -380 <0.005 

Bondar-Clegg & Company Ltd . 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5 , Canada 

Tel: (604) 985-0681, Fax: (604) 985-107 1 
....... ~ ............................. _ .......... -... ·---·-· ~ ;e<l Assayer, Province of Brit ish Columbia 



CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V96-01815.4 ( COMPLETE ) DATE PRINTED: 3-NOV-96

Bondar Clegg
Inchcape Testing Services

STANDARD ELEMENT AuGrav

NAME UNITS OPT

ANALYTICAL BLANK <0.005

ANALYTICAL BLANK <0.005

Number of Analyses 2

Mean Value 0.0025

Standard Deviation 0.00000

Accepted Value <0.001

STANDARD ELEMENT AuGrav

NAME UNITS OPT

BCC GOLD STD 90-1 0.209

Number of Analyses 1

Mean Value 0.2088

Standard Deviation -
Accepted Value 0.184

AU 0.05 0.055

Number of Analyses 1

Mean Value 0.0548

Standard Deviation -
Accepted Value 0.050

Certificate
of
Analysis

PAGE 2

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071 Registered Assayer, Province of British Columbia

-
---

Bondar Clegg 
Inchcape Testing Services 

CLIENT: BROHM MINING CORPORATION 
V96-01815.4 ( COMPLETE ) 

NAME UNITS OPT 

ANALYTICAL BLANK <0.005 
ANALYTICAL BLANK <0.005 
Number of Analyses 2 
Mean Value 0.0025 
Standard Devi ation 0.00000 

Accepted Val ue <0.001 

BCC GOLD STD 90 - 1 0.209 
Number of Analyses 1 
Mean Value 0.2088 
Standard Dev i ation 
Accepted Value 0. 184 

AU 0.05 0.055 
Number of Analyses 
Mean Value 0.0548 
Standard Deviation 
Accepted Value 0.050 

PROJECT: NONE GIVEN1 

NAME UNITS OPT 

Certificate 
of 
Analysis 

Bandar-Clegg & Company Ltd. 

130 Pemberton Avenue, North Vancouver, B. C. , V7P 2R5, Canada 

Tel: (604) 985-0681 , Pax : (604) 985-1071 - ~ - " .;;·;;;;;;;,· ;;;;;,;;.-o- f -B-rit-ish_C_o_lumb_ i_a -



CLIENT: BROHM MINING CORPORATION 

REPORT: V96-01815.4 < COMPLETE )

jg Bondar Clegg
Inchcape Testing Services

PROJECT: NONE GIVEN1

DATE PRINTED: 3-N0V-96 PAGE 3

Certificate
of
Analysis

SAMPLE

NUMBER

R96-959 25-30 

Duplicate

R96-959 85-90 

Duplicate

R96-959 140-145 

Duplicate

R96-959 200-205 

Duplicate

R96-959 255-260 

Duplicate

R96-959 315-320 

Duplicate

R96-959 370-375 

Duplicate

ELEMENT AuGrav 

UNITS OPT

<0.005 

<0.005

<0.005 

<0.005

0.010

0.013

<0.005 

<0.005

<0.005 

<0.005

0.015 

0.015

<0.005 

<0.005

*-
,OVT<

SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT

--
Bondar Clegg 
Inchcape Testing Services 

Certificate 
of 
Analysis 

CLIENT: BROHM MINING CORPORATION 
V96 - 01815.4 ( COMPLETE ) 

ELEMENT AuGrav 
NUMBER UNITS OPT 

R96-959 25-30 <0.005 
Duplicate <0.005 

R96·959 85-90 <0.005 
Duplicate <0.005 

R96·959 140- 145 0.010 
Duplicate 0.013 

R96-959 200·205 <0.005 

Duplicate <0.005 

R96-959 255 -260 <0.005 
Duplicate <0.005 

R96-959 315 -320 0.015 
Dupli cate 0.015 

R96-959 370-375 <0.005 
Duplicate <0.005 

·· _7 
,__ 

,od, 

l l ' 
/ 

u (-:;, 

SAMPLE 
NUMBER 

Bondar-Clegg & Company Ltd . 

PROJECT: NONE GIVEN1 
DATE PRINTED: 

ELEMENT AuGrav 
UN ITS OPT 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada 

Tel: (604) 985-0681 , Fax: (604) 985-1 071 
.... -~ -- - - -----

~ tered Assayer, Province of British Columbia 


